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BiE: At d

. TR, TR, ZFRHEZ <50mg/kg;
TEkEL B Pb<2.5mgke TiEMHEL B4 Cd<0.5mgk;
THEkEL B Cr<25mgkg TEMELER Hg<0.1 mgkg.
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Notice

1. ZRELPL “BRETHE” NHEELH.
This test report is invalid without the seal.

2. AWEEL “dl. HE. M EFEXR.
This test report is invalid without the signatures of the related persons.

3. ARERE FAREITLR
This test report is invalid if erased, altered or copied partially.

4. MEREEFRN, NTHRBMEZ HE+AHAEEDORE, GRAAZHE,
Any doubt should inform us within 15 days after receiving the test report.

5. DIEMBRAEMRELREBBHZRARE, POAINHELHAT, ZHERBER
DO SRS T -
The commissioned testing samples and commission information are provided by the
applicant .The results shown in the test report refer only to the sample(s) tested unless
otherwise stated. Identifying authenticity of the supplied samples and information is
out of our responsibility. :

6« AMERABIhETK, BEENHHMBKRS, BT %S A% S,
ERENELR.
This test report is printed on anti-counterfeiting paper. Its copy should have grid
shading. The numbers on the back of the data sheet are random numbers not related

with the report.

AROERRTT:
Hibk (Address): JERHHHXEEFRE 15
No.1 Guanzhuang Dongli,Chaoyang District, Beijing 100024, P.R. China.
fiE4% (Post Code): 100024 ‘
HiE (Tel): (86-10) 65728538 51167681 /7983 /7984
fEE (Fax): (86-10) 65715991
WEEIEM: Tel: (86-10) 51167679 Fax: (86-10) 65764684
Pk (Web): http://www.cbmtc.com www.chinabmnet.com www.ctc.ac.cn

B FHE4 (E-mail): baogao@ctc.ac.cn
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